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Maly Kurumkon / Flangovy 
Completed Drill Programme 

31 May 2018 

2018 Drill Holes 
Shown In Black 

500 Metres 



Maly Kurumkon / Flangovy 

RFA Drill Results  

Hole 
From 
(m) 

To 
(m) 

Length 
(m) 

Ni 
% 

Cu 
% 

Vertical 
Thickness 

(m) 

C507  
27.1 37.6 10.5 0.99 0.16 10.1 
48.1 55.4 7.3 0.62 0.17 7.1 

C508  
59.6 65.6 6.0 0.54 0.18 5.8 
74.6 82.0 7.4 0.69 0.17 7.1 

C509 
  

86.0 92.0 6.0 1.05 0.29 5.8 
96.5 110.0 13.5 0.70 0.21 13.0 

113.0 120.8 7.8 0.66 0.16 7.5 

C510  
124.6 129.0 4.4 0.67 0.10 4.3 
136.5 141.4 4.9 0.58 0.17 4.7 

C511  
143.6 150.4 6.8 0.79 0.16 6.6 
160.5 166.0 5.5 0.78 0.19 5.3 

C512 208.3 215.8 7.5 1.09 0.24 7.2 
C513 82.0 146.0 64.0 0.95 0.24 61.8 

C514  
63.5 94.0 30.5 1.01 0.27 29.5 
97.0 117.6 20.6 0.95 0.22 19.9 

C515  
  

130.3 146.5 16.2 0.78 0.16 15.6 
149.5 173.5 24.0 0.66 0.19 23.2 
185.5 191.3 5.8 0.88 0.18 5.6 

C516  
208.3 212.8 4.5 0.71 0.20 4.3 
221.6 226.9 5.3 0.91 0.24 5.1 

C517  
  

3.0 39.0 36.0 0.89 0.26 34.8 
43.5 59.3 15.8 1.45 0.28 15.3 
62.5 74.7 12.2 0.96 0.22 11.8 

C518 153.0 157.5 4.5 0.60 0.17 4.3 31 May 2018 

Hole 
From 
(m) 

To 
(m) 

Length 
(m) 

Ni 
% 

Cu 
% 

Vertical 
Thickness 

(m) 

C519  
131.1 137.0 5.9 0.99 0.26 5.7 
146.7 155.5 8.8 0.89 0.34 8.5 

C520  
99.6 107.0 7.4 0.86 0.22 7.1 

113.0 122.0 9.0 0.82 0.20 8.7 

C521  
5.2 30.5 25.3 0.92 0.26 24.4 

41.4 66.4 25.0 1.02 0.18 24.2 

C522  
183.0 193.5 10.5 0.71 0.18 10.1 
198.0 206.3 8.3 0.88 0.18 8.0 

C523  
  
  

104.2 122.0 17.8 0.72 0.26 17.2 
131.0 146.9 15.9 0.59 0.18 15.4 
151.3 160.0 8.7 0.66 0.23 8.4 
170.0 181.5 11.5 0.87 0.23 11.1 

C524 Results Pending  
C525 Results Pending 

2018 Avg. 
24.5 m per Hole 

12.2  m per Interval 
0.87 0.22 

Expected 
27.3 m per Hole 
13.6 m per Hole 

0.76 0.20 

“Expected”  is based on drill hole results 
derived prior to 2018 



Ikenskoe /  Sobolevsky 
Completed Infill Drill Programme 

31 May 2018 

2018 Drill Holes (Black) 
2018 Metallurgical Holes (Red) 

500 Metres 



Ikenskoe / Sobolevsky 

RFA Drill Results  

31 May 2018 

Hole 
From 
(m) 

To 
(m) 

Length 
(m) 

Ni 
% 

Cu 
% 

Vertical 
Thickness 

(m) 
C386 2.9 9.8 6.9 0.92 0.30 6.9 

C388 
4.5 10.5 6.0 0.47 0.12 6.0 

16.5 23.8 7.3 0.72 0.30 7.3 
27.0 30.0 3.0 0.39 0.10 3.0 

C391  
53.5 61.0 7.5 0.74 0.25 7.5 
68.5 76.8 8.3 0.61 0.21 8.3 

C392  
67.7 77.7 10.0 0.77 0.22 10.0 
83.7 93.8 10.1 0.86 0.22 10.1 

C394 29.5 37.0 7.5 0.75 0.23 7.5 

C395  
5.5 13.0 7.5 0.71 0.17 7.5 

19.0 30.5 11.5 0.71 0.21 11.5 

C396  
34.9 39.2 4.3 0.53 0.10 4.3 
68.5 79.3 10.8 0.85 0.29 10.8 

C397 56.5 61.0 4.5 0.59 0.15 4.5 
C398 10.0 20.2 10.2 0.60 0.20 10.2 

C399  
23.5 33.3 9.8 1.08 0.23 9.8 
45.6 53.2 7.6 0.80 0.27 7.6 

2018 Avg. 
13.3 m per Hole 

7.8  m per Interval 
0.74 0.22 

Expected 
17.0 m per Hole 
9.8 m per Hole 

0.79 0.20 

“Expected”  is based on drill hole results derived prior to 2018 



Ikenskoe /  Sobolevsky 
High Grade Target Drill Conversion 

31 May 2018 

2018 Drill Holes (Black) 
2018 Metallurgical Holes (Red) 

1,000 Metres 



High Grade Resource Upgrade 

RFA Drill Results  

Hole 
From 
(m) 

To 
(m) 

Length 
(m) 

Ni 
% 

Cu 
% 

Vertical 
Thickness 

(m) 
C600 166.7 209.5 42.8 0.98 0.30 42.8 

C601 
  
  

152.0 155.0 3.0 0.91 0.20 3.0 
159.6 172.1 12.5 0.88 0.24 12.5 
176.3 205.6 29.3 1.12 0.26 29.3 

C602 
  

201.9 209.5 7.6 0.79 0.12 7.6 
212.5 229.3 16.8 0.84 0.22 16.8 

C603 
  

271.0 278.5 7.5 0.93 0.19 7.5 
287.5 293.1 5.6 0.69 0.15 5.6 

2018 
Avg. 

31.3 m per Hole 
15.6  m per Interval 

0.95 0.25 

Expected 
28.7 m per Hole 
17.2 m per Hole 

0.92 0.25 

“Expected”  is based on drill hole results derived prior to 2018 

31 May 2018 


